BLANKET MATERIAL.
(REV 10-22-99) (FA 1-20-00) (7-00)

PAGE 171. The following new Section is added after Section 162.

SECTION 163
BLANKET MATERIAL

163-1 Description.
Place a layer of blanket material at the locations and to the depth shown on the plans.

163-2 Materials.
Meet the material classification shown on the plans and Standard Index 505.

163-3 Construction Methods.

163-3.1 Preparation of Areas: Prior to placing the blanket material, construct the surface of the
earthwork to such lines and elevations that will provide a surface conforming to the plan lines and
elevations upon completing the blanket material. Leave the surface of the earthwork in a roughened and
loose condition.

Prevent contamination of the blanket material.
163-3.2 Placing: Place the blanket material to the depth shown on the plans.

163-4 Acceptance Testing.

After placing, the Engineer will test the blanket material for depth in accordance with the plans
and for soil classification in accordance with AASHTO M-145. Remove and replace all materials which
fail to meet the required soil classification or become contaminated after placement at no cost to the
Department. Add materials as necessary to achieve the required depth.

163-5 Method of Measurement.

The quantity to be paid for will be the plan quantity, in square yards [square meters], for the
blanket material completed and accepted.

163-6 Basis of Payment.
Price and payment will be full compensation for all work and materials specified in this Section,
including furnishing, hauling and placing the blanket material to the lines and grades shown on the plans.
Payment will be made under:
Item No. 163-1- Blanket Material - per square yard.
Item No. 2163-1- Blanket Material - per square meter.



