
 

310 BITUMINOUS SURFACE TREATMENT – METHOD OF MEASUREMENT. 
 (REV 11-1-02) (FA 1-14-03) (7-03) 
 

SUBARTICLE 310-14 (Page 228) is expanded by the following new Subarticle: 
 
310-14 Method of Measurement. 
 310-14.1 Bituminous Material: The quantity to be paid for will be the volume, in gallons [liters], 
applied on the road and accepted, determined as provided in 300-8. 
 310-14.2 Cover Material: The quantity to be paid for will be the volume, in cubic yards [cubic 
meters], applied on the road and accepted, determined by measurement, in loose volume, in truck bodies for 
the particular type of surface treatment or for mineral seal coat. 
 310-14.3 Surface Treatment Placed with Asphaltic Concrete: As an exception to the above, when 
the Contractor places the surface treatment in conjunction with asphaltic concrete, compensation for surface 
treatment will be included in the payment for the asphaltic concrete course. 

310-14.4 Submittal of Certification of Quantities for Bituminous Material: 
  Provide a Certification of Quantities on the form provided by the Department, no later than 
Twelve o’clock noon, Monday after the monthly estimate cutoff date based on the quantity of bituminous 
material placed and accepted. 
  Show on Certification of Quantities the following: 
   Certification Number and period represented by the Certification, 
   Contract, FPID, 
   Type of bituminous material placed, 
   Gallons [Liters] based on the criteria specified in 300-8. 
 
 


