
 

370 BRIDGE APPROACH EXPANSION JOINTS – MATERIALS. 
 (REV 5-5-08) (FA 10-15-08) (7-09) 

ARTICLE 370-2 (Page 358) is deleted and the following substituted: 

370-2 Materials. 
 Bar Reinforcement: Use bar reinforcing steel meeting the requirements of 931-1.1. 
 Concrete: For the expansion joint subslab, use concrete meeting the requirements of 
Section 347. 
 Galvanized Sheet Metal: Use galvanized sheet metal meeting the requirements shown in 
the plans. 
 Seal: Use polychloroprene compression seal as shown in Design Standards, 
Index No. 306. 
 
 


