
   

Florida Department of Transportation 
RICK SCOTT 
GOVERNOR 

605 Suwannee Street 
Tallahassee, FL  32399-0450

ANANTH PRASAD, P.E.
SECRETARY 

 
April 27, 2012 
 
Monica Gourdine 
Program Operations Engineer 
Federal Highway Administration 
545 John Knox Road, Suite 200 
Tallahassee, Florida 32303 
 
Re: Office of Design, Specifications 
 Section 902 
 Proposed Specification: 9020101 Fine Aggregate. 
 
Dear Ms. Gourdine: 
 
We are submitting, for your approval, two copies of the above referenced Supplemental 
Specification.  
 
These changes were proposed by John Shoucair of the State Materials Office to revise the 
language for current usage and practice. 
 
Please review and transmit your comments, if any, within two weeks. Comments should be sent 
via email to RD967DB or duane.brautigam@dot.state.fl.us. 
 
If you have any questions relating to this specification change, please call Duane Brautigam, 
Director, Office of Design at 414-4175. 
 
      Sincerely, 
       
      Signature on file 
       
      Duane Brautigam, P.E. 
      Director, Office of Design 
 
DB/dt 
Attachment 
cc: Florida Transportation Builders' Assoc. 
 State Construction Engineer



9020101 
All Jobs 

FINE AGGREGATE. 

(REV 3-15-12) 

SUBARTICLE 902-1.1 (Page 819) is deleted and the following substituted: 

 902-1.1 Composition: Fine aggregate shall consist of natural silica sand, 
screenings, local materials, or subject to approval, other inert materials with similar 
characteristics, or combination thereof, having hard, strong, durable particles, conforming 
to the specific requirements of this Section. 
  Approval of mineral construction[dt1] aggregate sources shall be in 
accordance with 6-3.3. 
 
 

SUBARTICLE 902-3.2 (Page 820) is deleted and the following substituted: 

 902-3.2 Brick Masonry: Sand for brick masonry shall meet the quality 
requirements of 902-2, except for gradation requirements. All the materials shall pass the 
No. 8 sieve, and be uniformly well[dt2] graded from coarse to fine. 
 
 



9020101 
All Jobs 

FINE AGGREGATE. 

(REV 3-15-12) 

SUBARTICLE 902-1.1 (Page 819) is deleted and the following substituted: 

 902-1.1 Composition: Fine aggregate shall consist of natural silica sand, 
screenings, local materials, or subject to approval, other inert materials with similar 
characteristics, or combination thereof, having hard, strong, durable particles, conforming 
to the specific requirements of this Section. 
  Approval of construction aggregate sources shall be in accordance with 
6-3.3. 
 
 

SUBARTICLE 902-3.2 (Page 820) is deleted and the following substituted: 

 902-3.2 Brick Masonry: Sand for brick masonry shall meet the quality 
requirements of 902-2, except for gradation requirements. All the materials shall pass the 
No. 8 sieve, and be well graded from coarse to fine. 
 
 


