
 
 

913A SHELL - ROCK MATERIAL. 
 (REV 1-22-13) (FA 2-15-13) (1-14) 

ARTICLE 913A-1 (Page 982) is deleted and the following substituted: 

913A-1 General. 
 Shell-rock materials to be used for shell-rock base shall be defined as naturally occurring 
heterogeneous deposits of limestone with interbedded layers or lenses of loose and cemented 
shell, to include cemented sands (calcitic sandstone). This material shall be mined and processed 
in a manner that will result in a reasonably homogenous finished product. 
 Approval of mineral aggregate sources shall be in accordance with 6-2.3. 
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