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SUBARTICLE 337-3.2.1.2 is deleted and the following substituted: 

   337-3.2.1.2 Asphalt Binder: Use an asphalt binder as called for in the 
Contract Documents meeting the requirements of Section 916. High polymer binder may be 
substituted in a mixture with PG 76-22 binder at no additional cost to the Department. 

SUBARTICLE 337-3.2.2.2 is deleted and the following substituted: 

   337-3.2.2.2: Asphalt Binder: Use an asphalt binder as called for in the 
Contract Documents meeting the requirements of Section 916. High polymer binder may be 
substituted in a mixture with PG 76-22 binder at no additional cost to the Department. 
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